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NREL Develops Accelerated Sample Activation Process for  

Hydrogen Storage Materials 
 
 
Project: Hydrogen Sorption Center of Excellence – Hydrogen Sorption via Spillover 
 
NREL Team: Hydrogen Storage 
 
Accomplishment: NREL developed a new sample activation process that reduces the time to prepare samples  
for measurement of hydrogen storage from several days to five minutes and provides more uniform samples.  
Using this new technique, NREL measured hydrogen storage via the “spillover” process consistent with results  
first published by another U.S. Department of Energy (DOE) Hydrogen Sorption Center of Excellence member, the 
University of Michigan (first reported in January 2009). 
 
NREL’s work on hydrogen storage spillover materials, led by Dr. Tom Gennett, focused on a new, simple 
microwave activation process. Using this process, NREL demonstrated at low pressure a room temperature 
capacity that doubled previous in-house results. Specifically, the NREL team observed a capacity of 0.2 wt % at 
2 bar on platinum-activated carbon samples; the unactivated sample had a capacity of only 0.02 wt %. The 
graph on this page shows cumulative NREL data for various spillover samples.  NREL also significantly 
increased the adsorption kinetics of spillover samples by increasing the initial exposure pressure. NREL can 
achieve 83% of full capacity in 5 minutes at 42 bar. 
 
Context: Previously, Professor Ralph Yang’s group at the University of Michigan reported the highest low-
pressure spillover result on an activated carbon sample with a value of 0.08 wt %. The NREL result more than 
doubles the previous capacity. The University of Michigan previously reported that 83% capacity was achievable 
in 20 minutes. NREL’s result improves this rate by a factor of four. Finally, NREL’s activation process reduces 
sample preparation time from days to minutes. 
 
Applicable DOE Technical Target: DOE 2010 rate (3 minute system fill time for 5 kg) and capacity (0.06 kg 
H2/kg system and 0.045 kg H2/L system) targets for hydrogen storage.  
 
 
Significance of Accomplishment: 
Based on the new enhanced kinetics, 
it should be possible to charge a 
spillover sample that is fully saturated 
to 6.6 wt % in 5 minutes at ~100 bar 
and at room temperature. Thus, the 
new results indicate that the spillover 
process may meet the 2010 
gravimetric targets and approach the 
2010 rate targets. Additionally, 
assuming a realistic density of the 
carbon material of 1 g/cm3, it would be 
possible to exceed the 2010 
volumetric targets with a value of 0.06 
kg H2/L system.  
 
 
 

Low Pressure Volumetric Measurements of Hydrogen Adsorption  
(Approximately 2 bar)  
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Various activated carbon samples 

 
CM-Tec blank 
Sonication processing (Yang method)  
Sonication process followed by microwave 
Microwave deposition no activation 
Microwave deposition sodium salt 
Microwave deposition platinic acid in acetone 
Microwave deposition platinic acid in water 

  P
er

ce
nt

 b
y 

w
ei

gh
t 

hy
dr

og
en

 a
ds

or
pt

io
n 

 



<<

  /ASCII85EncodePages false

  /AllowPSXObjects true

  /AllowTransparency false

  /AlwaysEmbed [

    true

  ]

  /AntiAliasColorImages false

  /AntiAliasGrayImages false

  /AntiAliasMonoImages false

  /AutoFilterColorImages true

  /AutoFilterGrayImages true

  /AutoPositionEPSFiles true

  /AutoRotatePages /PageByPage

  /Binding /Left

  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)

  /CalGrayProfile (Gray Gamma 2.2)

  /CalRGBProfile (sRGB IEC61966-2.1)

  /CannotEmbedFontPolicy /Warning

  /CheckCompliance [

    /None

  ]

  /ColorACSImageDict <<

    /HSamples [

      2

      1

      1

      2

    ]

    /QFactor 0.76000

    /VSamples [

      2

      1

      1

      2

    ]

  >>

  /ColorConversionStrategy /LeaveColorUnchanged

  /ColorImageAutoFilterStrategy /JPEG

  /ColorImageDepth -1

  /ColorImageDict <<

    /HSamples [

      2

      1

      1

      2

    ]

    /QFactor 0.76000

    /VSamples [

      2

      1

      1

      2

    ]

  >>

  /ColorImageDownsampleThreshold 1.50000

  /ColorImageDownsampleType /Bicubic

  /ColorImageFilter /DCTEncode

  /ColorImageMinDownsampleDepth 1

  /ColorImageMinResolution 150

  /ColorImageMinResolutionPolicy /OK

  /ColorImageResolution 150

  /ColorSettingsFile ()

  /CompatibilityLevel 1.7

  /CompressObjects /Tags

  /CompressPages true

  /ConvertImagesToIndexed true

  /CreateJDFFile false

  /CreateJobTicket false

  /CropColorImages false

  /CropGrayImages false

  /CropMonoImages false

  /DSCReportingLevel 0

  /DefaultRenderingIntent /Default

  /Description <<

    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>

    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>

    /DAN <>

    /DEU <>

    /ENU (Use these settings to create Adobe PDF documents suitable for reliable viewing and printing of business documents.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)

    /ESP <>

    /FRA <>

    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)

    /JPN <>

    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>

    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)

    /NOR <>

    /PTB <>

    /SUO <>

    /SVE <>

  >>

  /DetectBlends true

  /DetectCurves 0.10000

  /DoThumbnails false

  /DownsampleColorImages true

  /DownsampleGrayImages true

  /DownsampleMonoImages true

  /EmbedAllFonts true

  /EmbedJobOptions true

  /EmbedOpenType false

  /EmitDSCWarnings false

  /EncodeColorImages true

  /EncodeGrayImages true

  /EncodeMonoImages true

  /EndPage -1

  /GrayACSImageDict <<

    /HSamples [

      2

      1

      1

      2

    ]

    /QFactor 0.76000

    /VSamples [

      2

      1

      1

      2

    ]

  >>

  /GrayImageAutoFilterStrategy /JPEG

  /GrayImageDepth -1

  /GrayImageDict <<

    /HSamples [

      2

      1

      1

      2

    ]

    /QFactor 0.76000

    /VSamples [

      2

      1

      1

      2

    ]

  >>

  /GrayImageDownsampleThreshold 1.50000

  /GrayImageDownsampleType /Bicubic

  /GrayImageFilter /DCTEncode

  /GrayImageMinDownsampleDepth 2

  /GrayImageMinResolution 150

  /GrayImageMinResolutionPolicy /OK

  /GrayImageResolution 150

  /ImageMemory 1048576

  /JPEG2000ColorACSImageDict <<

    /Quality 15

    /TileHeight 256

    /TileWidth 256

  >>

  /JPEG2000ColorImageDict <<

    /Quality 15

    /TileHeight 256

    /TileWidth 256

  >>

  /JPEG2000GrayACSImageDict <<

    /Quality 15

    /TileHeight 256

    /TileWidth 256

  >>

  /JPEG2000GrayImageDict <<

    /Quality 15

    /TileHeight 256

    /TileWidth 256

  >>

  /LockDistillerParams false

  /MaxSubsetPct 100

  /MonoImageDepth -1

  /MonoImageDict <<

    /K -1

  >>

  /MonoImageDownsampleThreshold 1.50000

  /MonoImageDownsampleType /Bicubic

  /MonoImageFilter /CCITTFaxEncode

  /MonoImageMinResolution 1200

  /MonoImageMinResolutionPolicy /OK

  /MonoImageResolution 1200

  /Namespace [

    (Adobe)

    (Common)

    (1.0)

  ]

  /NeverEmbed [

    true

  ]

  /OPM 1

  /Optimize true

  /OtherNamespaces [

    <<

      /AsReaderSpreads false

      /CropImagesToFrames true

      /ErrorControl /WarnAndContinue

      /FlattenerIgnoreSpreadOverrides false

      /IncludeGuidesGrids false

      /IncludeNonPrinting false

      /IncludeSlug false

      /Namespace [

        (Adobe)

        (InDesign)

        (4.0)

      ]

      /OmitPlacedBitmaps false

      /OmitPlacedEPS false

      /OmitPlacedPDF false

      /SimulateOverprint /Legacy

    >>

    <<

      /AllowImageBreaks true

      /AllowTableBreaks true

      /ExpandPage false

      /HonorBaseURL true

      /HonorRolloverEffect false

      /IgnoreHTMLPageBreaks false

      /IncludeHeaderFooter false

      /MarginOffset [

        0

        0

        0

        0

      ]

      /MetadataAuthor ()

      /MetadataKeywords ()

      /MetadataSubject ()

      /MetadataTitle ()

      /MetricPageSize [

        0

        0

      ]

      /MetricUnit /inch

      /MobileCompatible 0

      /Namespace [

        (Adobe)

        (GoLive)

        (8.0)

      ]

      /OpenZoomToHTMLFontSize false

      /PageOrientation /Portrait

      /RemoveBackground false

      /ShrinkContent true

      /TreatColorsAs /MainMonitorColors

      /UseEmbeddedProfiles false

      /UseHTMLTitleAsMetadata true

    >>

    <<

      /AddBleedMarks false

      /AddColorBars false

      /AddCropMarks false

      /AddPageInfo false

      /AddRegMarks false

      /BleedOffset [

        0

        0

        0

        0

      ]

      /ConvertColors /NoConversion

      /DestinationProfileName (U.S. Web Coated \050SWOP\051 v2)

      /DestinationProfileSelector /UseName

      /Downsample16BitImages true

      /FlattenerPreset <<

        /PresetSelector /MediumResolution

      >>

      /FormElements true

      /GenerateStructure true

      /IncludeBookmarks false

      /IncludeHyperlinks true

      /IncludeInteractive false

      /IncludeLayers false

      /IncludeProfiles true

      /MarksOffset 6

      /MarksWeight 0.25000

      /MultimediaHandling /UseObjectSettings

      /Namespace [

        (Adobe)

        (CreativeSuite)

        (2.0)

      ]

      /PDFXOutputIntentProfileSelector /UseName

      /PageMarksFile /RomanDefault

      /PreserveEditing true

      /UntaggedCMYKHandling /LeaveUntagged

      /UntaggedRGBHandling /LeaveUntagged

      /UseDocumentBleed false

    >>

  ]

  /PDFX1aCheck false

  /PDFX3Check false

  /PDFXBleedBoxToTrimBoxOffset [

    0

    0

    0

    0

  ]

  /PDFXCompliantPDFOnly false

  /PDFXNoTrimBoxError true

  /PDFXOutputCondition ()

  /PDFXOutputConditionIdentifier (CGATS TR 001)

  /PDFXOutputIntentProfile (U.S. Web Coated \050SWOP\051 v2)

  /PDFXRegistryName (http://www.color.org)

  /PDFXSetBleedBoxToMediaBox true

  /PDFXTrapped /False

  /PDFXTrimBoxToMediaBoxOffset [

    0

    0

    0

    0

  ]

  /ParseDSCComments true

  /ParseDSCCommentsForDocInfo true

  /ParseICCProfilesInComments true

  /PassThroughJPEGImages true

  /PreserveCopyPage true

  /PreserveDICMYKValues true

  /PreserveEPSInfo false

  /PreserveFlatness false

  /PreserveHalftoneInfo false

  /PreserveOPIComments false

  /PreserveOverprintSettings true

  /StartPage 1

  /SubsetFonts true

  /TransferFunctionInfo /Apply

  /UCRandBGInfo /Remove

  /UsePrologue false

  /sRGBProfile (sRGB IEC61966-2.1)

>> setdistillerparams

<<

  /HWResolution [600 600]

  /PageSize [612.000 792.000]

>> setpagedevice



