UNI-SOLAR

PROGRESS IN ACTIVE-AREA (0.25 CM2) EFFICIENCY OF TRIPLE JUNCTION SOLAR CELLS AT UNITED SOLAR INCORPORATING NANOCRYSTALLINE SILICON AS THE BOTTOM CELL
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Sheet1

				MVHF at 3-5 A/s

		Run		Date		a-Si:H/nc-Si:H, initial				Date		a-Si:H/a-SiGe:H/nc-Si:H, initial						Run		date		a-Si:H/nc-Si:H, initial				Run		Date		a-Si:H/a-SiGe:H/nc-Si:H, initial

		RF10904		8/30/01		10.7		RF12344		10/13/03		11.67						L13979		7/24/02		11.4				L14101		11/21/02		12.1

		RF11248		3/27/02		11.94		RF12427		11/21/03		12.06						L13986		8/29/02		13				L14682		12/1/03		13.62

		RF11569		8/12/02		12.01		RF12460		12/15/03		12.4						L14643		11/5/03		13.45				L14866		4/27/04		14.6

		RF11635		9/11/02		12.5		RF12667		4/14/04		12.8

		RF12065		5/3/03		12.51		RF12852		6/29/04		13.81																		a-Si:H/a-SiGe:H/nc-Si:H, stable

		RF12221		8/28/03		12.65																				L14866		5/1/04		12.6

												a-Si:H/a-SiGe:H/nc-Si:H, stable

								RF12667		7/1/04		11.4
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Sheet3

				Run		Date of made		Date of report		Initial

				L13989		8/21/02		8/27/02		10.2		This cell was not reported, the date was measurement date

				L14101		11/21/02		12/1/02		12.1

				L14682		12/1/03		3/15/04		13.62

				L14866		4/27/04		6/15/04		14.6

										Stable

				L14866		4/27/04		9/15/04		12.6
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